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What this standard covers

This standard stipulates the general provisions of steel wire for tire beads, appearance

quality, size, process performance, mechanical performance, coating analysis test method,

and adhesion performance test method. This standard is applicable to the test methods of

tempered round steel wires for tire beads.
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