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What this standard covers

This standard specifies the principle, reagents and materials, instrumentation, test steps,

analysis result calculation, precision, test report, etc. for the determination of water-soluble

chromium (VI) content in steel slag by diphenylcarbazide spectrophotometry. This

document is applicable to the determination of water-soluble chromium (VI) content in steel

slag, and the determination range (content) is ??35mg/kg.

Document data

International classification (ICS): 77.140.99.

Chinese classification (CCS): H34.

Estimated length of the Chinese original: 10,135 words.
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