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What this standard covers

This standard specifies the principle, test equipment, test block preparation, test procedure,

test result processing and test report of the slurry erosion wear test method of metal

materials. This standard is applicable to the determination of the wear performance of metal

materials under the erosion of slurries such as coal slurry, cement slurry, mortar, and ore

slurry.
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