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What this standard covers

This standard specifies the terms and definitions, technical requirements, test methods,

inspection rules, storage, transportation and quality certificates of nickel-iron slag

machine-made sand. This document is applicable to machine-made sand products

produced using nickel-iron slag from ore-fired furnaces.
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