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What this standard covers

This standard specifies the classification and grade, technical requirements, test methods,

inspection rules, packaging, marking, storage, transportation and quality certificate of DC

furnace integral ramming paste products. This standard applies to ramming paste products

made of calcined anthracite, calcined coke, graphite fragments, coal tar pitch, etc. as the

main raw materials, processed through batching and kneading processes, and used for the

overall construction of DC electric furnaces.
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