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What this standard covers

This standard specifies the cigarette filter rod molded polypropylene tow water-based

acrylic adhesive Jing in vinegar and methacrylic acid vinegar (a total of six kinds, see

Appendix A) Determination gas chromatography mass spectrometry. This standard applies

to polypropylene tow for cigarette filter rod forming in water-based glue dry Jing and

methacrylic acid vinegar vinegar side fixed, other adhesive acrylic and methacrylic acid

vinegar vinegar can also refer to the use of measurement.
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