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What this standard covers

This standard stipulates the purpose of the internal pressure resistance test of the

communication cable microtubes, the sample, the test device, the procedure, the

requirements, the details to be specified, and the result report. This standard applies to the

micro-tubes used in the air-fibre laying of communication cables, and other air-fed cable

channels can also be used as reference.
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