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What this standard covers

This standard specifies the communication cable and optical fiber cable plastic composite

tape of the type, specifications, requirements and test methods, inspection rules and signs,

packaging, transportation and storage. This standard applies to Optical Cable with plastic

composite tape.

Document data

International classification (ICS): 33.120.99.

Chinese classification (CCS): K13;M42.

Estimated length of the Chinese original: 11,149 words.

Adopted international standard: ASTM B736-2000, NEQ.

Supersedes the earlier edition YD/T 723.2-1994.
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