
CCS H 13 YS

NONFERROUS METALS INDUSTRY STANDARD OF THE

PEOPLE'S REPUBLIC OF CHINA

YS/T 1171.5-2017

Methods for chemical analysis of regenerated zinc material.
Part 5: Determination of fluorine and chlorine contents. Ion

chromatography

(English Translation)

Issued on: November 7, 2017 Implemented on: April 1, 2018

Issued by: Ministry of Industry and Information Technology

Chinastandards.org

Preview: page 1 of 2 shown, 7 in the full document. Complete English PDF, instant download:

https://chinastandards.org/standards/ys-t-1171-5-2017

https://chinastandards.org/standards/ys-t-1171-5-2017


Table of Contents

What this standard covers .................................................................................................... 1

Document data ..................................................................................................................... 2

What this standard covers

This standard specifies the method for determining the amount of fluorine and chlorine in

recycled zinc raw materials.
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