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What this standard covers

This standard specifies the ultrasonic testing methods for aluminum and aluminum alloy

thin-walled pipes. The testing personnel, testing environment, testing equipment and

materials, samples, testing techniques and parameters, acceptance criteria, testing

procedures, results evaluation, testing identification, testing Requirements for records and

test reports.
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