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What this standard covers

This standard specifies the calcined alumina plant gas suspension system thermal

equilibrium determination and calculation of baseline measurement conditions,

determination of the project and methods of computation. This standard applies to the

alumina plant with heavy oil or gas as fuel gas suspension calcination of alumina system

thermal balance measurement and calculation.
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