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What this standard covers

This standard specifies equipment, samples, test environment, test procedures, test data

processing and test reports for high temperature tensile test of refractory metal sheets and

bars.

Document data

Chinese classification (CCS): H22.

Estimated length of the Chinese original: 10,138 words.

Standards quoted by this document

GB/T 228.2; GB/T 4990; GB/T 12160; GB/T 16825.1
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