CCSH 22 YS

NONFERROUS METALS INDUSTRY STANDARD OF THE

PEOPLE'S REPUBLIC OF CHINA

YS/T 1251-2018

Determination of Fatigue Properties of Sintered Metallic Porous
Materials

BRE T B S LR KR5S 1 RERYIIE

(English Translation)

Issued on: April 30, 2018 Implemented on: September 1, 2018

Issued by: Ministry of Industry and Information Technology

Preview: page 1 of 2 shown, 5 in the full document. Complete English PDF, instant download:
https://chinastandards.org/standards/ys-t-1251-2018


https://chinastandards.org/standards/ys-t-1251-2018

Table of Contents

What this standard covers

Document data

What this standard covers

This standard specifies the detection method for the fatigue properties of sintered metal
porous materials.
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