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What this standard covers

This standard specifies the determination method of magnesium, aluminum, calcium,

chromium, iron, nickel, copper, zinc, silver, tin, antimony, lead and antimony in high purity

cadmium. This standard applies to the determination of magnesium, aluminum, calcium,

chromium, iron, nickel, copper, zinc, silver, tin, antimony, lead and antimony in high purity

cadmium. Measurement range: magnesium, aluminum, iron, silver 0.00001% to 0.00020%;

calcium, zinc, tin 0.00002% to 0.00020%; chromium, nickel, copper, antimony, lead,

antimony 0.000002% to 0.00020%.
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