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What this standard covers

This standard specifies the ultrasonic phased array inspection method for deformed

aluminum and aluminum alloy products. This standard is applicable to automatic ultrasonic

phased array water immersion inspection using one-dimensional linear phased array

ultrasonic longitudinal wave pulse reflection technology for rolled, extruded, forged plate

products and flat ingot products of aluminum and aluminum alloys.
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