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What this standard covers

This standard specifies the grades and classifications, technical requirements, test

methods, inspection rules, marking, packaging, transportation, storage, accompanying

documents and order form content of chemical vapor deposition zinc sulfide crystals. This

standard is applicable to zinc sulfide crystals (including standard zinc sulfide and

multispectral zinc sulfide) prepared by chemical vapor deposition (CVD). The transmission

wavelength range is 1 µm ~ 14 µm.
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