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What this standard covers

This standard specifies methods for examining the microstructure of titanium alloys using

scanning electron microscopy and for quantitative analysis of its microstructure. This

document applies to the examination of the microstructure morphology of titanium alloys,

the measurement and analysis of primary ??-phase content, ??-phase content, and the

thickness of lamellar ??-lamellae.
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