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Foreword

YS/T 1876-2026 is a recommended industry standard of the People's Republic of China in
the Nonferrous Metals sector, approved and issued by the Ministry of Industry and
Information Technology on 15 July 2026, with effect from 1 February 2027.

Classification: ICS 77.120.01; CCS H04.

1 Scope

The document sets out how the proportion of recycled raw materials in lithium-ion battery
cathode materials is to be calculated and reported. It specifies the general requirements,
the tracing steps and requirements, the accounting boundary and method, quality
assurance, and the format and requirements of the report. It applies to the accounting
method and reporting requirements for the proportion of recycled material in cathode
materials for lithium-ion batteries and in their raw materials, such as precursors and lithium
salts.

Cathode material producers, precursor and lithium salt suppliers, battery makers that ask
for recycled content declarations, verifiers and auditors can use it. YS/T 1876-2026 is a
voluntary standard (code with /T). It was approved and issued by the Ministry of Industry
and Information Technology on 15 July 2026 and takes effect on 1 February 2027.
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