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What this standard covers

This standard specifies the determination method of copper content in bismuth concentrate

by iodine titration and flame atomic absorption spectrometry. This standard is applicable to

the determination of copper content in bismuth concentrate. The determination range (mass

fraction) of iodine titration is 5.00%~25.00%, and the determination range (mass fraction) of

flame atomic absorption spectrometry is 0.050%~5.00%.

Document data

International classification (ICS): 77.120.99.

Chinese classification (CCS): H13.

Estimated length of the Chinese original: 13,117 words.

Supersedes the earlier edition YS/T 240.9-2007.
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