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What this standard covers

This standard specifies the brazed aluminum heat exchangers and other industries with a

steel composite requirements, test methods, inspection rules and signs, packaging,

transportation, storage and quality certificate and purchase order (or contract) con

Document data

International classification (ICS): 77.150.10.

Chinese classification (CCS): H61.

Estimated length of the Chinese original: 13,158 words.

Supersedes the earlier edition YS/T 289-1994.

Standards quoted by this document

GB/T 228.1; GB/T 231.1; GB/T 2975; GB/T 3190; GB/T 3199; GB/T 3246.1; GB/T 4340.1;
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