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What this standard covers

This standard specifies the terms, measurement, sampling, sample preparation, analysis,

inventory, metal balance requirements and calculation methods for metal balance of gold

production cyanide-zinc powder replacement process. This standard applies to the metal

balance of gold production enterprises using cyanide-zinc powder replacement process.
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