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What this standard covers

This standard specifies the pine oil floating selection requirements, test methods, inspection

rules and packaging, signs, transport, storage and contract (or order form) content. This

standard applies to turpentine as raw material obtained by acidification of the reaction liquid

pine oil products, which are mainly used in the flotation of non-ferrous metal or non-metallic

minerals.

Document data

International classification (ICS): 71.100.40.

Chinese classification (CCS): H34.

Estimated length of the Chinese original: 10,127 words.

Supersedes the earlier edition YS/T 32-1992.
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