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What this standard covers

This standard specifies: Determination of antimony trioxide powder the average particle

size principle of the method through the use of air. This standard applies to the

determination of antimony trioxide powder average particle size. Measurement range: 0.

3µm ~ 5µm.

Document data

International classification (ICS): 77.120.99.

Chinese classification (CCS): H13.

Estimated length of the Chinese original: 13,143 words.

Supersedes the earlier edition YS/T 324-1994.
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