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What this standard covers

This standard specifies the methods for determining the iron content in nuclear-grade boron

carbide, including spectrophotometry and inductively coupled plasma atomic emission

spectrometry. This standard applies to the determination of iron content in nuclear-grade

boron carbide powder and nuclear-grade boron carbide cores.
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Supersedes the earlier edition YS/T 423.4-2000.
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