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What this standard covers

This standard specifies the method for the determination of tungsten alloys thorium thorium

dioxide content. This standard applies to the determination of the amount of thorium

dioxide, thorium tungsten alloys. Measurement range: 0. 5% ~ 5. 0% o

Document data

International classification (ICS): 77.120.99.

Chinese classification (CCS): H63.

Estimated length of the Chinese original: 6,622 words.

Supersedes the earlier edition YS/T 501-2006.
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