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What this standard covers

This Standard specifies the cobalt - tungsten carbide composite powders of requirements,

test methods, inspection rules and signs, packaging, transportation, storage, quality

specification and contracts (or orders) content. This Standard applies to flame

Document data

International classification (ICS): 77.160.

Chinese classification (CCS): H71.

Estimated length of the Chinese original: 8,816 words.

Supersedes the earlier edition YS/T 511-2006.

Standards quoted by this document

GB/T 1479.1; GB/T 1480; GB/T 1482; GB/T 5124.1; GB/T 5124.3; GB/T 5314; GB/T

15555.8; GB/T 19077.1; GB/T 20255.2
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