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What this standard covers

This standard applies to nickel, nickel-iron coated with a metal such as aluminum zirconium

powder baseband suppress the production of various specifications of composite strip for

tubes, electric light source device, and so do the aspirator suction element.

Document data

International classification (ICS): 77.120.10.

Chinese classification (CCS): H72.

Estimated length of the Chinese original: 5,537 words.

Supersedes the earlier edition GB/T 6453-1986.
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