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What this standard covers

This standard applies to nickel belt or coated with nickel-iron and titanium and zirconium

alloy powder amalgam powder rolled into the composite strip for fluorescent lamps, such as

thyristors released mercury getter elements.

Document data

Chinese classification (CCS): H72.

Estimated length of the Chinese original: 10,181 words.

Supersedes the earlier edition GB/T 6455-1986.
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