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What this standard covers

This standard specifies the method for determining the solid-liquid phase temperature

range of self-fluxing alloy powder. This document applies to the determination of the

solid-liquid phase temperature range of self-fluxing alloy powder using differential thermal

analysis (DTA) or differential scanning calorimetry (DSC), with the measurement

temperature not exceeding 1500°C.
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International classification (ICS): 77.16.
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Estimated length of the Chinese original: 6,686 words.

Supersedes the earlier edition YS/T 533-2006.
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