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What this standard covers

This standard also specifies methods for determining the content of tungsten, lead, copper,

bismuth, rhenium, calcium, silicon, and zinc in molybdenum concentrates using ICP-AES.

This standard is applicable to the determination of tungsten, lead, copper, bismuth,

rhenium, calcium, silicon, and zinc content in molybdenum concentrates.
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