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Foreword

YS/T 575.1-2026 is a recommended industry standard of the People's Republic of China in

the Nonferrous Metals sector, approved and issued by the Ministry of Industry and

Information Technology on 15 April 2026, with effect from 1 November 2026.

This edition replaces YS/T 575.1-2007.

Classification: ICS 71.040.40; CCS H30.

1 Scope

Part 1 of the series on chemical analysis of bauxite ores describes the determination of

aluminium oxide content by EDTA titration. It applies to the determination of aluminium

oxide in bauxite ores over a measuring range of 30.00% to 80.00%.

It is used by bauxite mines and traders, by alumina refineries that buy the ore, and by

analytical and inspection laboratories. It is a voluntary standard, as the /T in the code

shows. It was approved by the Ministry of Industry and Information Technology, issued on

15 April 2026 and takes effect on 1 November 2026. It replaces YS/T 575.1-2007.
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