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What this standard covers

Document data

What this standard covers

This standard specifies the carbon anode with calcined petroleum coke sulfur content
determination. This standard applies to carbon anodes calcined petroleum coke sulfur
content. Measuring range (mass fraction): 0. 10% ~ 5. 0%.

Document data

International classification (ICS): 71.100.10.
Chinese classification (CCS): Q52.
Estimated length of the Chinese original: 8,845 words.

Adopted international standard: ISO 5931-2000, NEQ.
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