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What this standard covers

This standard specifies the amount of aluminum in the active magnesium,

aluminum-magnesium alloy powder method for measuring the amount of active

magnesium. This standard applies to the amount of active magnesium in aluminum,

magnesium alloy powder of active magnesium content. Measuring range: active metal mass

fraction ?? 78%.
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