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What this standard covers

This standard specifies methods for determining the moisture content of carbon materials

for aluminum using drying and microwave drying methods. This standard applies to the

determination of moisture content in bottom carbon blocks, side carbon blocks, prebaked

anodes, and cathode paste.

Document data

International classification (ICS): 71.100.10.
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Supersedes the earlier edition YS/T 63.18-2006.
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