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What this standard covers

This standard specifies the technical requirements, calculation principles, calculation scope,

calculation methods and energy conservation management and measures for energy

consumption limits of deformed aluminum and aluminum alloy casting ingots.

Document data

International classification (ICS): 27.010.

Chinese classification (CCS): F01.

Estimated length of the Chinese original: 13,169 words.

Supersedes the earlier edition YS/T 694.1-2009.

Standards quoted by this document

GB/T 2589; GB/T 12723; GB/T 17167
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