
ICS 77.150.30

CCS H 62 YS

NONFERROUS METALS INDUSTRY STANDARD OF THE

PEOPLE'S REPUBLIC OF CHINA

YS/T 761-2011

Free-cutting copper-alloy ingots for drinking water system
components

(English Translation)

Issued on: December 20, 2011 Implemented on: July 1, 2012

Issued by: Ministry of Industry and Information Technology

Chinastandards.org

Preview: page 1 of 2 shown, 12 in the full document. Complete English PDF, instant download:

https://chinastandards.org/standards/ys-t-761-2011

https://chinastandards.org/standards/ys-t-761-2011


Table of Contents

What this standard covers .................................................................................................... 1

Document data ..................................................................................................................... 2

Standards quoted by this document ..................................................................................... 3

What this standard covers

This standard specifies the drinking water system components with cutting copper alloy

ingot product categories, requirements, test methods, inspection rules and packaging,

signs, transport, storage and quality certificate, contract (or order form) and so on. This

standard applies to the drinking water system components in contact with water by cutting

copper alloy ingot.

Document data

International classification (ICS): 77.150.30.

Chinese classification (CCS): H62.

Estimated length of the Chinese original: 18,148 words.

Adopted international standard: NSF/ANSI 61-2007a, MOD.

Standards quoted by this document

GB/T 228; GB/T 231.1; GB/T 2828.1; GB/T 5121.1; GB/T 5121.2; GB/T 5121.3; GB/T

5121.4; GB/T 5121.5; GB/T 5121; . GB/T 5121.7; GB/T 5121.8; GB/T 5121.9; GB/T

5121.10; GB/T 5121.11; GB/T 5121.12; GB/T 5121.13; GB/T 5121.14; GB/T 5121.15; GB/T

5121.16; GB/T 5121.17; GB/T 5121.18; GB/T 5121.19; GB/T 5121.20; GB/T 5121.21; GB/T

5121.22; GB/T 5121.23; GB/T 5121.24; GB/T 5121.25; GB/T 5121.26; GB/T 5121.27; GB/T
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448; EPA METHOD 200.8
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