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What this standard covers

This standard specifies the requirements for computer radiator aluminum and aluminum
alloy strip, test methods, inspection rules and signs, packaging, transport, storage and
purchase order (or contract) content. This standard applies to computer radiator aluminum
and aluminum alloy strip (hereinafter referred to as aluminum).
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Chinese classification (CCS): H61.

Estimated length of the Chinese original: 9,984 words.

Standards quoted by this document

GB/T 228; GB/T 3190; GB/T 3199; GB/T 4340.1; GB/T 7999; GB/T 16865; GB/T 17432,
GB/T 20975.10; GB/T 20975.11; GB/T 20975.1; GB/T 20975.12; GB/T 20975.13; GB/T
20975.14; GB/T 20975.15; GB/T 20975.16; GB/T 20975.17; GB/T 20975.18; GB/T
20975.19; GB/T 20975.20; GB/T 20975.21; GB/T 20975.2; GB/T 20975.22; GB/T 20975.23,;
GBI/T 20975.24; GB/T 20975.25; GB/T 20975.3; GB/T 20975.4; GB/T 20975.5; GB/T
20975.6; GB/T 20975.7; GB/T 20975.8; GB/T 20975.9

1

Preview: page 2 of 2 shown, 7 in the full document. Complete English PDF, instant download:
https://chinastandards.org/standards/ys-t-772-2011


https://chinastandards.org/standards/ys-t-772-2011

