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What this standard covers

This standard specifies the product classification, technical requirements, test methods,

inspection rules, marking, packaging, transportation, storage, accompanying documents

and order form contents of tantalum ingots. This standard is applicable to tantalum ingots

made by vacuum electron beam melting after tantalum powder is pressed and formed,

vacuum sintered and made into blanks.
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International classification (ICS): 77.150.99.

Chinese classification (CCS): H63.

Estimated length of the Chinese original: 8,849 words.

Supersedes the earlier edition YS/T 827-2012.
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