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What this standard covers

This Standard specifies the solder cream (referred to paste) requirements, test methods,
inspection rules and signs, packaging, transportation, storage, quality certificate and
purchase order (or contract) and so on. This Standard applies to a melting temperature
lower than 427°C solder paste.

Document data

International classification (ICS): 77.150.99.
Chinese classification (CCS): H68.
Estimated length of the Chinese original: 15,164 words.

Supersedes the earlier edition YS/T 93-1996.

Standards quoted by this document

GB/T 1480; GB/T 3260.1; GB/T 3260.2; GB/T 3260.3; GB/T 3260.4; GB/T 3260.5; GB/T
3260.6; GB/T 3260.7; GB/T 3260.8; GB/T 3260.9; GB/T 3260.10; GB/T 10574.1; GB/T
10574.2; GB/T 10574.3; GB/T 10574.4; GB/T 10574.5; GB/T 10574.6; GB/T 10574.7, GB/T
10574.8; GB/T 10574.9; GB/T 10574.10; GB/T 10574.11; GB/T 10574.12; GB/T 10574.13;
GB/T 15072.1; GB/T 15072.2; GB/T 15072.3; GB/T 15072.4; GB/T 15072.5; GB/T 15072.6;
GB/T 15072.7; GB/T 15072.8; GB/T 15072.9; GB/T 15072.10; GB/T 15072.11; GB/T
15072.12; GB/T 15072.13; GB/T 15072.14; GB/T 15072.15; GB/T 15072.16; GB/T
15072.17; GB/T 15072.18; GB/T 15072.19; GB/T 15829; GJB 950A
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